Stratigraphic section Of a flat roof WATERPROOFING MATERIALS AND INSULATIG SYSTEMS
Warm roof ballasted PO'.YG'.ASS g

with bonded tiles B mate!

STRATIGRAPHIC SECTION PVC-P N.4.2
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KEY:
1. Substrate
2. Vapour barrier - POLYVAP SA + POLYPRIMER HP 45 PRO primer
3. Insulating layer
4. Separation layer - POLYDREN PES 200 (if required)
5. Waterproof membrane - MAPEPLAN B (15 - 18)
6. Protection layer - POLYDREN PP
7. Anti-imbibition layer - MAPEPLAN LDPE micro-perforated
8. Pedestrian surface — Bonded tiled flooring
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